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C9 Aromatic Hydrocarbon Resin PR-120

ANALYSISANALYSISANALYSISANALYSIS PROJECTPROJECTPROJECTPROJECT TYPICALTYPICALTYPICALTYPICAL PROPERTIESPROPERTIESPROPERTIESPROPERTIES TESTTESTTESTTEST METHODMETHODMETHODMETHOD

ApperanceApperanceApperanceApperance Yellow transparent solid grain VISUAL TEST

ColourColourColourColour Gardner(Ga#)Gardner(Ga#)Gardner(Ga#)Gardner(Ga#) 11Max ASTM D1544

SofteningSofteningSofteningSoftening PointPointPointPoint (((( Ring&Ring&Ring&Ring& Ball,C)Ball,C)Ball,C)Ball,C) 110-120 ASTM E28

AcidAcidAcidAcid Value(KOHValue(KOHValue(KOHValue(KOH mg/g)mg/g)mg/g)mg/g) 0.1 Max ASTMD 974

BromineBromineBromineBromine ValueValueValueValue (Br(Br(Br(Br g/100g)g/100g)g/100g)g/100g) 25Max ASTM D1158

Density(g/cm3,20/20C)Density(g/cm3,20/20C)Density(g/cm3,20/20C)Density(g/cm3,20/20C) 1.06-1.09 ASTM D1217

AshAshAshAsh ContentContentContentContent %%%% 0.05Max ASTM 5040


